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INDUCTOR

CROSS REFERENCE TO RELATED
APPLICATIONS

This application is a continuation application of Ser. No.
13/681,394, filed Nov. 19, 2012, which is a continuation
application of Ser. No. 13/176,763, filed on Jul. 6, 2011,
which claims the benefit of priority of TAIWAN Application
No. 100100181, filed Jan. 4, 2011.

BACKGROUND OF THE INVENTION

1. Field of the Invention

The invention relates to an inductor and, more particularly,
to an inductor adapted to be integrated with an integrated
circuit (IC) chip by system-in-package (SIP) technology.

2. Description of the Prior Art

Aninductor is a passive electrical component that can store
energy in a magnetic field created by the electric current
passing through it. An inductor’s ability to store magnetic
energy is measured by its inductance. Typically an inductor is
a conducting wire shaped as a coil, the loops helping to create
a strong magnetic field inside the coil dueto Faraday’s Law of
Induction. Inductance is an effect resulting from the magnetic
field that forms around a current-carrying conductor which
tends to resist changes in the current. The number of loops,
the size of each loop, and the material it is wrapped around all
affect the inductance. For example, the magnetic flux linking
these turns can be increased by coiling the conductor around
amaterial with a high permeability such as ferrite magnetism.

So far there are various types of inductors disclosed in the
prior arts. For example, a drum type of inductor is disclosed in
Japanese patent No. 3-83909, another drum type of inductor
is disclosed in U.S. Pat. No. 7,477,122, and a compact power
semiconductor package with stacked inductor and integrated
circuit die is disclosed in U.S. published application No.
20090160595. In general, most of the conventional inductors
are integrated with an IC chip by two manners depicted in the
following.

The first manner is that a lead is extended from a lower core
of'an inductor so as to be welded on a welding foot of a circuit
board. However, in order to keep specific structure strength,
the lower core must have a specific thickness, such that the
total height of the inductor integrated with the IC chip will
increase.

The second manner is that an external lead frame is con-
nected under a lower core of an inductor so as to be welded on
alead frame of an IC chip. However, the height of the external
lead frame will make the total height of the inductor inte-
grated with the IC chip increase.

Thus, if the inductance has to be kept in a specific value, the
total height of the conventional inductor integrated with the
IC chip cannot be reduced, such that it cannot be adapted to a
thin design.

SUMMARY OF THE INVENTION

Therefore, one objective of the invention is to provide an
inductor with a conducting wire embedded in a core. When
the inductor is integrated with an IC chip by system-in-pack-
age technology, the total height can be reduced effectively,
such that an electronic product can be adapted to athin design.

Another objective of the invention is to provide an inductor
utilizing a lead frame to provide a platform for welding a
conducting wire, so as to obtain high welding strength.
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According to one embodiment, an inductor of the invention
comprises a first core, a conducting wire, a second core and a
first lead frame. An accommodating space is formed on a first
side of the first core and a recess portion is formed on a second
side of the first core, wherein the first side is opposite to the
second side. The first core has a first height. The conducting
wire is disposed in the accommodating space. The second
core is disposed on the first side of the first core and covers the
accommodating space. The first lead frame has an embedded
portion embedded in the recess portion. The embedded por-
tion has a second height. After embedding the embedded
portion in the recess portion, a total height of the embedded
portion and the first core is smaller than a sum of the first
height and the second height.

According to another embodiment, an inductor of the
invention comprises a first core, a conducting wire, a second
core and a first lead frame. An accommodating space is
formed on a first side of the first core and a recess portion is
formed on a second side of the first core, wherein the first side
is opposite to the second side. A hole is formed on an edge of
the first core. The conducting wire is disposed in the accom-
modating space. The second core is disposed on the first side
of the first core and covers the accommodating space. The
first lead frame has an embedded portion and a welding plat-
form, the embedded portion is embedded in the recess por-
tion, and the welding platform is connected to the embedded
portion. One end of the conducting wire passes through the
hole and is welded on the welding platform.

According to another embodiment, an inductor of the
invention comprises a first core, a conducting wire, a second
core and a first lead frame. An accommodating space is
formed on a first side of the first core and a recess portion is
formed on a second side of the first core, wherein the first side
is opposite to the second side. A hole is formed on a corner of
the first core. The conducting wire is disposed in the accom-
modating space. The second core is disposed on the first side
of the first core and covers the accommodating space. The
first lead frame has an embedded portion embedded in the
recess portion. One end ofthe conducting wire passes through
the hole and is welded on the embedded portion.

As mentioned in the above, since the invention embeds the
conducting wire into the core, the total height can be reduced
effectively when the inductor is integrated with an IC chip by
system-in-package technology. Accordingly, the electronic
product equipped with the inductor of the invention can be
adapted to a thin design. Furthermore, the inductor of the
invention utilizes the lead frame to provide a platform for
welding the conducting wire, so as to obtain high welding
strength.

These and other objectives of the present invention will no
doubt become obvious to those of ordinary skill in the art after
reading the following detailed description of the preferred
embodiment that is illustrated in the various figures and draw-
ings.

BRIEF DESCRIPTION OF THE DRAWINGS

FIG. 1 is a schematic diagram illustrating an assembly of
an inductor and an IC chip package structure according to one
embodiment of the invention.

FIG. 2 is an exploded view illustrating the inductor shown
in FIG. 1.

FIG. 3 is a front view illustrating the inductor shown in
FIG. 1.

FIG. 4 is a perspective view illustrating an inductor accord-
ing to another embodiment of the invention.
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FIG. 5 is an exploded view illustrating the inductor shown
in FIG. 4.

FIG. 6 is a perspective view illustrating the inductor shown
in FIG. 4 from another view angle.

FIG. 7 is an exploded view illustrating the inductor shown
in FIG. 6.

FIG. 8 is a front view illustrating the inductor shown in
FIG. 4.

FIG. 9 is a perspective view illustrating the inductor shown
in FIG. 4 without the second core.

FIG. 10 is a schematic diagram illustrating an assembly of
the inductor shown in FIG. 4 and an IC chip package struc-
ture.

FIG. 11 is a schematic diagram illustrating an inductor and
a second lead frame of an IC chip according to another
embodiment of the invention.

DETAILED DESCRIPTION OF THE INVENTION

Referring to FIGS. 1 to 3, FIG. 1 is a schematic diagram
illustrating an assembly of an inductor 1 and an IC chip
package structure 3 according to one embodiment of the
invention, FIG. 2 is an exploded view illustrating the inductor
1 shown in FIG. 1, and FIG. 3 is a front view illustrating the
inductor 1 shown in FIG. 1. As shown in FIGS. 1 to 3, the
inductor 1 comprises a first core 10, a conducting wire 12, a
second core 14 and two first lead frames 16. The first core 10
or the second core 14 may be made of iron powder, ferrite,
permanent magnet or other magnetic materials. The shape of
the first core 10 or the second core 14 is not limited to
rectangular as shown in the figures and may be designed in
other shapes, such as circular, oval-shaped, polygonal, and so
on, according to practical applications. The conducting wire
12 may be a wire-wound coil wound by copper wire.

As shown in FIG. 2, an accommodating space 100 is
formed on a first side S1 of the first core 10 and four recess
portions 102 are formed on a second side S2 of the first core
10 (there are only three recess portions 102 shown in FIG. 2
due to the view angle), wherein the first side S1 is opposite to
the second side S2. In this embodiment, the four recess por-
tions 102 are formed on four corners of the first core 10
respectively, such that the area utilization ratio of the accom-
modating space 100 can be improved effectively. In this
embodiment, each of the two first lead frames 16 has two
opposite embedded portions 160, a welding platform 162 and
a lead 164, wherein the welding platform 162 is connected
between the two embedded portions 160 and the lead 164 is
extended from the welding platform 162. In practical appli-
cations, the first lead frame 16 may be formed by forging
process.

To assemble the inductor 1, the conducting wire 12 has to
be disposed in the accommodating space 100 first. Afterward,
the second sore 14 is disposed on the first side S1 of the first
core 10 and covers the accommodating space 100. Then, the
embedded portions 160 of each first lead frame 16 are embed-
ded in the recess portions 102 on the second side S2 of the first
core 10 correspondingly. In this embodiment, two holes 104
are formed on two opposite edges of the first core 10 respec-
tively, so two opposite ends of the conducting wire 12 can
pass through the holes 104 and be welded on the welding
platforms 162 of the first lead frames 16 respectively, so as to
obtain high welding strength.

As shown in FIG. 3, the first core 10 has a first height H1
and the embedded portion 160 of the first lead frame 16 has a
second height H2. After embedding the embedded portion
160 of the first lead frame 16 in the recess portion 102 of the
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first core 10, a total height HO of the embedded portion 160
and the first core 10 is smaller than a sum of the first height H1
and the second height H2.

As shown in FIG. 1, when the inductor 1 is integrated with
the IC chip package structure 3 by system-in-package tech-
nology, the first lead frames 16 can be used to form an air
bridge and connected to electrical pads (not shown) of the IC
chip package structure 3. In this embodiment, the IC chip
package structure 3 may be manufactured by using an encap-
sulation gel to encapsulate an IC chip and lead frame thereof.
Since IC chip package technology is well known by one
skilled in the art, it will not be depicted in detail herein. As
mentioned in the above, since the total height HO of the
embedded portion 160 and the first core 10 is smaller than a
sum of the first height H1 of the first core 10 and the second
height H2 of the embedded portion 160 and the conducting
wire 12 is embedded in the accommodating space 100 of the
first core 10, the invention can satisfy the requirement of
inductance without increasing the height of the inductor 1 and
can improve the connection between the IC chip package
structure 3 and the inductor 1.

In this embodiment, the lead 164 of the first lead frame 16
has a longitudinal shape and extends downward so as to be
connected to electrical pad of the IC chip package structure 3.
However, in another embodiment, a lead of the IC chip pack-
age structure 3 may be extended upward so as to be connected
to the lead frame 16. Furthermore, an external lead may be
used to connect the first lead frame 16 of the inductor 1 and the
electrical pad of the IC chip package structure 3. In other
words, the connecting manner between the first lead frame 16
and the IC chip package structure 3 may be designed based on
practical applications and not limited to the embodiment
shown in the figures.

Referring to FIGS. 4 t0 9, FIG. 4 is a perspective view
illustrating an inductor 5 according to another embodiment of
the invention, FIG. 5 is an exploded view illustrating the
inductor 5 shown in FIG. 4, FIG. 6 is a perspective view
illustrating the inductor 5 shown in FIG. 4 from another view
angle, FIG. 7 is an exploded view illustrating the inductor 5
showninFIG. 6, FIG. 8 is a front view illustrating the inductor
5 shown in FIG. 4, and FIG. 9 is a perspective view illustrating
the inductor 5 shown in FIG. 4 without the second core 54. As
shown in FIGS. 410 9, the inductor 5 comprises a first core 50,
a conducting wire 52, a second core 54 and two first lead
frames 56. The first core 50 or the second core 54 may be
made of iron powder, ferrite, permanent magnet or other
magnetic materials. The shape of the first core 50 or the
second core 54 is not limited to rectangular as shown in the
figures and may be designed in other shapes, such as circular,
oval-shaped, polygonal, and so on, according to practical
applications. The conducting wire 52 may be a wire-wound
coil wound by copper wire.

As shown in FIGS. 5 and 7, an accommodating space 500
is formed on a first side S1 of the first core 50 and four recess
portions 502 are formed on a second side S2 of the first core
50, wherein the first side S1 is opposite to the second side S2.
In this embodiment, the four recess portions 502 are formed
on four corners of the first core 50 respectively, such that the
area utilization ratio of the accommodating space 500 can be
improved effectively. In this embodiment, each of the two
first lead frames 56 has two opposite embedded portions 560
and a lead 564, wherein the lead 564 is extended from the
embedded portion 560. In practical applications, the first lead
frame 56 may be formed by forging process.

To assemble the inductor 5, the conducting wire 52 has to
be disposed in the accommodating space 500 first. Afterward,
the second sore 54 is disposed on the first side S1 of the first
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core 50 and covers the accommodating space 500. Then, the
embedded portions 560 of each first lead frame 56 are embed-
ded in the recess portions 502 on the second side S2 of the first
core 50 correspondingly. In this embodiment, two holes 504
are formed on two opposite corners of the first core 50 respec-
tively, so two opposite ends of the conducting wire 52 can
pass through the holes 504 and be welded on the embedded
portions 560 of the first lead frames 56 respectively (as shown
in FIG. 9), so as to obtain high welding strength.

As shown in FIG. 8, the first core 50 has a first height H1'
and the embedded portion 560 of the first lead frame 56 has a
second height H2'. After embedding the embedded portion
560 of the first lead frame 56 in the recess portion 502 of the
first core 50, a total height HO' of the embedded portion 560
and the first core 50 is smaller than a sum of the first height H1'
and the second height H2'".

Referring to FIG. 10, FIG. 10 is a schematic diagram
illustrating an assembly of the inductor 5 shown in FIG. 4 and
an IC chip package structure 7. As shown in FIG. 10, when the
inductor 5 is integrated with the IC chip package structure 7
by system-in-package technology, the first lead frames 56 can
be used to form an air bridge and connected to the IC chip
package structure 7. As mentioned in the above, since the total
height H0' of the embedded portion 560 and the first core 50
is smaller than a sum of'the first height H1' of the first core 50
and the second height H2' of the embedded portion 560 and
the conducting wire 52 is embedded in the accommodating
space 500 of the first core 50, the invention can satisfy the
requirement of inductance without increasing the height of
the inductor 5 and can improve the connection between the IC
chip package structure 7 and the inductor 5.

In this embodiment, the lead 564 of the first lead frame 56
is designed as T-shaped and extends downward so as to be
connected to the IC chip package structure 7. As shown in
FIG. 10, the recesses 700 corresponding to the leads 564 may
be formed on the IC chip package structure 7. The leads 564
can be embedded and then welded in the recesses 700 so as to
improve welding strength. However, in another embodiment,
a lead of the IC chip package structure 7 may be extended
upward so as to be connected to the lead frame 56. Further-
more, an external lead may be used to connect the first lead
frame 56 of the inductor 5 and the IC chip package structure
7. In other words, the connecting manner between the first
lead frame 56 and the IC chip package structure 7 may be
designed based on practical applications and not limited to
the embodiment shown in the figures.

Referring to FIG. 11, FIG. 11 is a schematic diagram
illustrating an inductor 5' and a second lead frame 70 of an IC
chip according to another embodiment of the invention. As
shown in FIG. 11, the second lead frame 70 of an IC chip (not
shown) can be extended toward the first lead frame 56' of the
inductor 5' so as to be connected to the first lead frame 56'. In
this embodiment, the second lead frame 70 comprises two
opposite U-shaped lead frames. However, in another embodi-
ment, the second lead frame 70 may be designed as ring-
shaped. That is to say, the shape of the second lead frame 70
can be designed based on practical applications and not lim-
ited to the embodiment shown in the figure. Moreover, the
second lead frame 70 has an electrical pad 702, which can be
electrically connected to the IC chip. It should be noted that
the second lead frame 70 may have more than one electrical
pad 702 with sheet shape or other shapes and the electrical
pad may be located at the middle, side or any position of the
second lead frame 70. That is to say, the second lead frame 70
is not limited to the embodiment shown in FIG. 11.

It should be noted that the first core 10 shown in FIG. 2 can
be replaced by the first core 50 shown in FIG. 5, the first core
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50 shown in FIG. 5 can be also replaced by the first core 10
shown in FIG. 2, and it depends on practical applications.

Compared to the prior art, since the invention embeds the
conducting wire into the core, the total height can be reduced
effectively when the inductor is integrated with an IC chip by
system-in-package technology. Accordingly, the electronic
product equipped with the inductor of the invention can be
adapted to a thin design. Furthermore, the inductor of the
invention utilizes the lead frame to provide a platform for
welding the conducting wire, so as to obtain high welding
strength.

Those skilled in the art will readily observe that numerous
modifications and alterations of the device and method may
be made while retaining the teachings of the invention.

What is claimed is:

1. An inductor comprising:

a first core having a top side and a bottom side opposite to
the top side, wherein the bottom side has a first protru-
sion to form a first recess at a first corner of a periphery
of the bottom side;

a conducting wire disposed over the top side of the first
core; and

a first lead frame having a first embedded portion;

wherein the first embedded portion of the first lead frame is
at least partially embedded in the first recess and is
electrically connected to the conducting wire.

2. The inductor of claim 1, a bottom surface of the first
embedded portion is coplanar with a bottom surface of the
protrusion.

3. The inductor of claim 1, wherein a first hole is formed on
afirst corner of the top side, wherein the first hole and the first
recess are at a same first corner of the first core.

4. The inductor of claim 3, wherein the first embedded
portion is partially embedded in the first recess, wherein one
end of the conducting wire passes through the first hole and is
electrically connected to the first embedded portion.

5. The inductor of claim 1, wherein the first protrusion
further forms a second recess at a second corner of the bottom
side, wherein the first lead frame further comprises a second
embedded portion, wherein the first embedded portion and
the second embedded portion are respectively embedded in
the first recess and the second recess.

6. The inductor of claim 3, wherein the first lead frame
further comprises a welding platform disposed on the first
embedded portion, wherein the embedded portion is partially
embedded in the recess portion, and one end of the conduct-
ing wire passes through the first hole and is welded on the
welding platform.

7. The inductor of claim 1, wherein the first lead frame
further comprises a first bending portion connected to the first
embedded portion, wherein the first bending portion extends
in a direction away from the top side of the first core.

8. The inductor of claim 1, further comprising a second
core disposed over the first core.

9. The inductor of claim 1, wherein the top side comprises
a pillar, wherein the conducting wire is disposed around the
pillar.

10. The inductor of claim 5, wherein the first protrusion
further forms a third recess at a third corner of the bottom side
and a fourth recess at a fourth corner of the bottom side, the
inductor further comprising a second lead frame, wherein the
second lead frame comprises a third embedded portion and a
fourth embedded portion, wherein the third embedded por-
tion and the fourth embedded portion are respectively embed-
ded in the third recess and the fourth recess.

11. The inductor of claim 10, wherein a first hole is formed
on a first corner of the top side, wherein the first hole and the
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first recess are at a same first corner of the first core; and a
second hole is formed on a second corner of the top side,
wherein the second hole and the third recess are at a same
second corner of the first core.
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